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TECHNICAL SPECIFICATIONS

Weight Thickness Whiteness Opacity 

g/m² µm CIE %

90 67 119 90

100 75 119 91

115 85 119 93.5

130 95 119 95

150 110 119 96.5

170 125 119 97

200 146 119 >97

250 186 119 >97

300 230 119 >97

350 278 119 >97

STOCK RANGE

g/m² 450 x 640 520 x 720 630 x 880 640 x 900 720 x 1020 
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