
Weight Thickness Bulk Brightness Smoothness Opacity

g/m2 μm cm3/g % s %

  90* 70 0.78 96 500 92.5

  100* 77 0.77 96 500 94

115 88 0.77 96 500 95

130 100 0.77 96 450 96

150 115 0.77 96 400 97

170 134 0.79 96 350 98min

200 162 0.81 96 300 98min

250 207 0.83 96 200 98min

300 261 0.87 96 150 98min

350 315 0.9 96 100 98min
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CERTIFICATIONS

* Please note that these weights are available on an ex-mill basis and subject to minimum order quantity   
 

* Short grain.

Stock Range

g/m² 320 x 460 460 x 320*
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