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TECHNICAL SPECIFICATIONS

Weight Thickness Volume Whiteness Brightness Opacity

g/m2 μm cm/g3 CIE % %

70 90 1.29 150 102 92

80 102 1.28 150 102 94

90 114 1.27 150 102 96

100 124 1.24 150 102 97

120 139 1.16 154 102 99

140 161 1.15 154 102 99

170 196 1.15 154 102 99

190 219 1.15 154 102 99

250 283 1.13 154 102 99

300 339 1.13 154 102 99

350 396 1.13 154 102 99

STOCK RANGE
g/m² 320 x 450 450 x 320 450 x 640 520 x 720 630 x 880 640 x 900 720 x 1020

70 
80      
90      

100      
120      
140      
170     
190    
250     
300     
350     
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